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Semi-permanent antimicrobial effect

Silver ions and silver nanopatrticles damage the cell
membranes of microbial and then penetrate into cells and
destroy microbial.

Eco-friendly

Chrome-free treatment brings no harmful effects on
human health and the environment.

Excellent corrosion resistance

Excellent corrosion resistance compared to chrome
post-treatment
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% The lifetime was estimated by the eluted amount of silver ion and the amount of silver ion in the antimicrobial coating film based on
the same of ABS molded article added with 1% by weight of the antimicrobial agent.

x This anticipated life expectancy is predicted by the antimicrobial steel sheet in the elution / loss condition of silver ions due to the
continuous contact with water, and antimicrobial life is expected to be longer in the dry condition.
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< RESULTS OF MICROBIAL SUPPRESSING TEST
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*KCL : Korea Conformity Laboratories
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» RoHS : Four major heavy metal materials related to electronic products(Pb, Hg, Cr®, Cd)
» RoHS 2 : RoHS with 2 additional flame retardants (PBB, PBDE)
« SVHC : Hazardous substances specified in the REACH Regulation of the European Union

» LFGB (German Food and Feed Code) : Regulations for food and food products in the European Union



€ POST TREATMENT

BioCOT®, KG Steel's latest development, was initiated to introduce coated steel products with
antimicrobial post treatment of which the corrosion resistance is superior than coated steel, such as G,
SGL, and MgCOT®, with conventional chromate treatment.

Corrosion resistance (SST Test) _—
Type Blackening

72 hr Resistance

Gl Chromate

AE=2.63
Gl BioCOT AE=173
SGL BioCOT AE=0.23
* Test method
SST : White rust observed as elapsed time after salt spray test (5% NaCl, 35+2 °C)
Blackening Resistance : the color difference (50 °C, 95% relative humidity, 120Hr)
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< SPECIFICATION
1600 -
Thickness 0.30~2.5mm
Width 800~1600 mm
Width
(mm) Coil I.D 508 /610 mm
0.D 2100 mm Max
Weight 23 tons Max
800 -

0.3 Thickness[m m] 25 % Be sure to have sales/quality department'’s review before placing an order.
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< WHERE WE ARE

eAmsterdam

.-Korea
*- Tokyo

Haryana:e
Guangzhou: ¢

Bangkok e, Rayong

Headquarters
5F KG Tower, 92, Tongil-ro, Jung-gu, Seoul, 04517, Republic of Korea

Incheon Works
789, Baekbeom-ro, Seo-gu, Incheon, 22841, Republic of Korea

Dangjin Works
1228, Bukbusaneop-ro, Songak-eup, Dangjin-si, Chungcheongnam-do, 31719, Republic of Korea

KG Steel U.S.A. Inc.
10540 Talbert Ave #100W, Fountain Valley, CA 92708 USA

KG Steel Japan Co., Ltd.
9F, Daiichitamuracho Bldg., Shimbashi 2-1-10, Minato-ku, Tokyo, 105-0004, Japan

KG Steel India Pvt. Ltd.
906, Tower-B, Global Business Park, Gurgaon, Haryana, 122 001, India

KG Steel Thailand Co., Ltd.
300/110 Moo 1 Tambol Tasit, Amphur Pluakdaeng, Rayong, 21140 Thailand

Bangkok Office
Unit 1504, One Pacific Place Bldg., 140 Sukhumvit road, Klong Toey, Bangkok, 10110, Thailand

Guangzhou Office
Room 2005, China Mayors Plaza, No.189, Tian He Bei Road, Guangzhou, 510610, China

Europe Office
Barbara Strozzilaan 201, Amsterdam, 1083HN, Netherland

*.Los:angeles

T. +82-2-3450-8114 F. +82-2-3450-8378

T. +82-32-570-4114 F. +82-32-577-0158

T. +82-41-351-8114 F. +82-41-351-8115

T. +1-310-516-9977

T. +81-3-3508-2070

T. +91-12-4494-0950

T. +66-38-950-494~9

T. +66-33-103-730-9

T. +86-20-8755-1800

T. +31-6-3014-6529
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